Abstract
Since very few reports are available on europium oxide (Eu2O3) thin films, further investigations on structure, aging, and annealing of Eu2O3 films are necessary. Hence the present study deals with the structure, aging, annealing, and dielectric properties of Eu2O3 thin films formed by vacuum evaporation.

