Abstract
Adsorption studies of Cr(VI) by chitin and chitosan, were done by batch equilibration method. The factors influencing the adsorption were studied. The factors influencing the adsorption were studied. The nature of the adsorption was discussed on the basis of Freundlich and Langmuir isotherms. The sorptive efficiency of the 2 adsorbents was compared.
