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Surfactant induced silver-titanium dioxide core shell nanoparticles within the size range
of 10-50nm were applied in the antibacterial agent to inhibit the growth of bacterial cretiens
cells. The single crystalline silver was located in the core part of the composite powder  Ciation nde: x

and the titanium dioxide components were uniformly distributed in the shell part.
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