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Abstract

“This report describes the novel synthesis of cobalt oxide (Co304) nanoparticles from
corresponding metal benzoate dihydrazinate complex as a precursor followed by thermal
decomposition. Transmission electron microscopy (TEM) revealed nearly uniform
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