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Abstract

Anovel polyamidoaminoepichlorohydrin resin was prepared and analyzed using
Spectroscopy techniques and its anti-corrosion properties were studied and observed.
Inhibition efficiency was calculated by impedance spectroscopy, loss in weight and
potentiodynamic polarization. Authors inferred results as the inhibitors tested differently
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