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Abstract

AS 2 motto of framing the strategies to minimise the deterioration in teel reinforced
concrete structures as wel a the fact that the work carried out with polymers are rare
‘and scanty. polyesters namely Poly (Glycerol azealate) (PGAZ) and 4-(1-(4-methoxy.
‘phenyt) cyclo hexyl)pheny1 -oxodecanoate (MPOD) were synthesised and evaluated for
rebar corrosion in simulated concrete pore solution (SCP)for the frs time a selected
concentrations of 10, 100, 1000 ppm levels with an aid of electrochemical impedance and
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