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Abstract

“The antioxidant and anticorrosive effect of Tragia involucrate L (T. involucrate L) was.
evaluated o aid in finding new compounds which can be used for various purposes. The
total phenolic (TPC) and flavonoid content (TFC), antioxidant activity (DPPH, reducing
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