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Abstract

Structural, magnetic, magnetocaloric and mechanical properties of Niss <MnssSbi2Cox
(x=0,2,4) alloys prepared by arc-melting have been studied. It has been observed that

with increase in Co content, the system transforms from martensite to austenite phase.
'Magnetic measurements show that the martensite transition shifts from 338K to 200K.
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