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Abstract

‘Pyran derivatives namely ethyl 2-amino-4-(4-hydroxyphenyl)-G-(p-tolyl)-4H-pyran-3-
carboxylate (HP), ethyl 2-amino-4-(4-methoxyphenyl)-6-(p-tolyl)-4H-pyran-3-
carboxylate (MP) and ethyl 2-amino-4-(4-hydroxy-3,5-dimethoxyphenyl)-6-(p-tolyl)-4H-
pyran-3-carboxylate (HDMP) were synthesized and characterized by FTIR and Mass
spectroscopy. Weight loss and electrochemical measurements were done to study the
corrosion mitigation of mild steel (MS) in 1 M sulphuric acid solution. The inhibition
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